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Figure 8-1.  Types of Clay Tile

Figure 8-2.  Types of Concrete Tile
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Figure 8-3.  Typical Asphalt Shingles
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Figure 8-4.  Typical Asphalt Rolls
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Figure 8-5.  A Cold, Ventilated Roof Above a Cathedral Ceiling

Figure 8-6.  Comparison of Steep Roofing Systems
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Figure 8-7.  Pipe Penetration

Upper and side shingles
overlap flange and are set
in asphalt plastic cement

Lower part of flange
overlaps lower shingles

Notes:

1. Lower shingle cut to fit
over pipe and set in 
asphalt  plastic cement

2. Preformed pipe flange 
placed over pipe and set in
roof cement

3. Bead of roof cement or
caulk used between pipe
and collar of pipe flange.

Figure 8-8a.  Application of Roofing Nails
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Figure 8-8b.  Application of Roofing Staples


